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Test Report
No. GHB2016HB00407 F2WHEIR
Sﬂfﬁ ﬂ % 1000mL. TX-5
# 'ﬁ: z ﬁ TX-5 Nano Catalyst f'@\.ﬁ'ﬂ:?& pecification model
Sample TX-5 Nano Catalyst 5,
ﬁ h TX-5
Brand
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B fr Xiamen Treasure Purification Technology % *E A e
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Z R & AL Xiamen Treasure Purification Technology LA % ?ﬁ%‘] é*ﬁ*ﬁﬁ
Tested Part Limited Classification Committed Test
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Nominal Manufacturers E:::;::E Treasure Purification Technology g e 20160801
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Grade Qualified Product Sample Description |Liquid in bottle
RENE K SREN |
Salpl:‘ﬁuantity 1 bottle SanpalreriDvaatle of |[2016-8-8
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Test Standard

QB/T 2761-2006
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Test Item Removal rate of formaldehyde(24h)
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The samples are tested according to the standard of QB/T 2761-2006 Methods Sor
determination of purificatory effect of indoor environment d, Intamination product , the
test result is on the appendix page. V& Wil E #
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CHINA NATIONAL CENTER FOR QUALITY SUPERVISION AND TEST OF
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Test  Report (Appendix)
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No. Test Items Units Requirement Result Pass/Fail
L |Em2m R B ey s e s Bantity o s
Removal rate of formaldehyde(24h) ;
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